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Food and Drug Administration, HHS § 177.1630 

and under conditions of time and tem-
perature characterizing the conditions 
of its intended use as determined from 
tables 1 and 2 of § 176.170(c) of this chap-
ter, yields fluoride ion not to exceed 5 
parts per million calculated on the 
basis of the volume of food held by the 
food-contact article. 

[48 FR 39057, Aug. 29, 1983] 

§ 177.1620 Polyethylene, oxidized. 
Oxidized polyethylene identified in 

paragraph (a) of this section may be 
safely used as a component of food-con-
tact articles, in accordance with the 
following prescribed conditions: 

(a) Oxidized polyethylene is the basic 
resin produced by the mild air oxida-
tion of polyethylene conforming to the 
density, maximum n-hexane extract-
able fraction, and maximum xylene 
soluble fraction specifications pre-
scribed under item 2.3 of the table in 
§ 177.1520(c). Such oxidized polyethylene 
has a minimum number average molec-
ular weight of 1,200, as determined by 
high temperature vapor pressure os-
mometry, contains a maximum of 5 
percent by weight of total oxygen, and 
has an acid value of 9 to 19. 

(b) The finished food-contact article, 
when extracted with the solvent or sol-
vents characterizing the type of food 
and under the conditions of time and 
temperature characterizing the condi-
tions of its intended use as determined 
from tables 1 and 2 of § 176.170(c) of this 
chapter, yields net acidified chloro-
form-soluble extractives not to exceed 
0.5 milligram per square inch of food- 
contact surface when tested by the 
methods described in § 177.1330(c), ex-
cept that net acidified chloroform-solu-
ble extractives from paper and paper-
board complying with § 176.170 of this 
chapter may be corrected for wax, pet-
rolatum, and mineral oil as provided in 
§ 176.170(d) (5)(iii)(b) of this chapter. If 
the finished food-contact article is 
itself the subject of a regulation in 
parts 174, 175, 176, 177, 178 and § 179.45 of 
this chapter, it shall also comply with 
any specifications and limitations pre-
scribed for it by such regulations. 
(NOTE: In testing the finished food-con-
tact article, use a separate test sample 
for each extracting solvent.) 

(c) The provisions of this section are 
not applicable to oxidized polyethylene 

used as provided in §§ 175.105 and 176.210 
of this chapter, and § 177.2800. The pro-
visions of paragraph (b) of this section 
are not applicable to oxidized poly-
ethylene used as provided in §§ 175.125 
and 176.170(a)(5) of this chapter and 
§ 177.1200. 

§ 177.1630 Polyethylene phthalate 
polymers. 

Polyethylene phthalate polymers 
identified in this section may be safely 
used as, or components of plastics 
(films, articles, or fabric) intended for 
use in contact with food in accordance 
with the following prescribed condi-
tions: 

(a) Polyethylene phthalate films con-
sist of a base sheet of ethylene 
terephthalate polymer, ethylene 
terephthalate-isophthalate copolymer, 
or ethylene-1,4-cyclohexylene 
dimethylene terephthalate copoly-
esters described in § 177.1315(b)(3), to 
which have been added optional sub-
stances, either as constituents of the 
base sheet or as constituents of coat-
ings applied to the base sheet. 

(b) Polyethylene phthalate articles 
consist of a base polymer of ethylene 
terephthalate polymer, or ethylene-1,4- 
cyclohexylene dimethylene 
terephthalate copolyesters described in 
§ 177.1315(b)(3), to which have been 
added optional substances, either as 
constituents of the base polymer or as 
constituents of coatings applied to the 
base polymer. 

(c)(1) Polyethylene phthalate 
spunbonded nonwoven fabric consist of 
continuous filaments of ethylene 
terephthalate polymer and ethylene 
terephthalate-isophthalate copolymer 
to which may have been added optional 
adjuvant substances required in their 
preparation and finishing. 

(2) The ethylene terephthalate- 
isophthalate copolymer component of 
the fabric shall not exceed 25 percent 
by weight. The filaments may be blend-
ed with other fibers regulated for the 
specific use and the spunbonded fabric 
may be further bonded by application 
of heat and/or pressure. 

(3) The fabric shall be used only in 
accordance with paragraph (i) of this 
section. 

(d) The quantity of any optional sub-
stance employed in the production of 
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